Fully-Synthetic 5W-30 SQ
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TEST ITEMS UNIT METHOD RESULT
Density@15 C glcm® | ASTM D4052 0.840~0.860
Viscosity@40 C cSt ASTM D445 60.00~75.00
Viscosity@100 ‘C cSt ASTM D445 10.00~11.50
Viscosity Index ASTM D2270 min 155
Flash Point T ASTM D92 min. 200
Pour Point C ASTM D97 max. -33
CCS@-30TC mPa-s ASTM D5293 max. 6600
TBN mgKOH/g | ASTM D2896 min. 6.00
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