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TEST ITEMS UNIT METHOD 0W30
Density@15 C glcm® | ASTM D4052 0.844
Viscosity@40 C cSt ASTM D445 61.19
Viscosity@100 C cSt ASTM D445 11.39
Viscosity Index ASTM D2270 183
Flash Point T ASTM D92 Report
Pour Point T ASTM D97 max. -30
CCS@-35C mPa-s ASTM D5293 max.6200
TBN mgKOH/g | ASTM D2896 min. 6.00
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APT SP/GF6 ACEA A5/B5 GM 4718M, dexosl MB 229. 31, 229.51 [ISUZU Gosoline EO
BMW Longlife-04 Ford WSS-M2C946-A, Bl HONDA/ACURA HTO-06 Porsche A40

Volvo VCC95200356 Volvo VCC95200377
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