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TEST ITEMS UNIT METHOD RESULT
Specific Gravity ASTM  D4052 0.850~0.870
Viscosity @ 40 °C cSt ASTM D445 100.0~110.0
Viscosity @ 100 C cSt ASTM D445 16.80~17.50
Viscosity Index ASTM D2270 min. 155

Flash Point C ASTM D92 min. 230

Pour Point C ASTM D97 max. -36

CCS @ -30°C mPa-s ASTM  D5293 max. 6600

TBN mgKOH/g ASTM  D2896 min. 7.50

FEx2 L
E%";LE!E A 2P ’Pﬁ_:’; En ?#—'(MSDS) ° ;ﬁ*%_ I D m R B E 2 BT TR
PJ;]‘)I”;/“\EEE}E PR EF RS 'PE}*?VAEFX FF/ TR o



